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[57] ABSTRACT

Medical articles composed of silicone rubber coated
with collagen to be used in living body, are manufac-
tured by subjecting a surface of shaped articles com-
posed of silicone rubber to a spark discharge, coating
the thus treated surface with an acidic aqueous solu-
tion of collagen and then drying said surface to form
collagen layer and irradiating the shaped article
coated with collagen with high energy ionizing radia-
tion under an atmosphere having such a humidity that
the water content of the coated collagen becomes
more than 20% by weight.
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